(2) PLY SOPREMA ALSAN RS
MEMBRANE IN BOTTOM LOOP SET

WET—IN—WET W/2” (5cm) MIN.
OFFSET END/SIDE LAPS.

SOPREMA ALSAN RS FINISH TOP COAT
PIGMENTED FINISH AS SPECIFIED

SOPREMA ALSAN RS FIELD MEMBRANE

ASSURE FULL SATURATION OF
FLEECE & CONTACT W/SUBSTRATE.

PREPARE, LEVEL & PATCH
SUBSTRATE W/ ALSAN RS PASTE
OR ACCEPTABLE PATCHING
MORTAR PRIOR TO APPLICATION
OF SOPREMA ALSAN RS PRIMER

FLEXIBLE URETHANE
SEALANT OR
POURABLE SEALER

(BY SOPREMA)
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PREPARE, LEVEL & PATCH
SUBSTRATE W/ ALSAN RS
PASTE OR ACCEPTABLE
PATCHING MORTAR PRIOR
TO APPLICATION OF
SOPREMA ALSAN RS
PRIMER & MEMBRANE
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